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1. Each sample must individually and securely be placed into a ziplock bag. 

Insert the sample carefully into the bag so as not to puncture or pierce it.  

2. Wipe the outside of the ziplock bag with a damp paper 

towel so that it is free of debris that may potentially contain 

asbestos. 

3. Ensure that all sample bags are clearly labelled with a unique Sample ID. 

4. Package all samples together in a second outer ziplock 

bag (‘double bag’) prior to submission to the 

laboratory.  

5. Complete the Paracel Asbestos Chain of Custody (COC) form 

and include it with your submission.  

Do NOT staple your COC to the outer ziplock bag.  

Do NOT submit your COC inside the outer ziplock bag. 

SAMPLE  PACKAGING  

 

M INIMUM  SAMPLE  RECOMMENDATIONS*  

 Caulking 

 Drywall Compound/Mud 

 Mastic 

 Spray-on Materials 

       (full depth, if thick) 

 Stucco  

       (full depth, if thick) 

 Texture Coat 

 Cement Board 

 Floor Tile with Mastic and/or                
Levelling Compound 

 Paper Insulation 

 Roofing Felt 

 Sheet Vinyl Floor 

 ~ Loonie size 

 Ceiling Tile 

 Loose Fill Insulation 

     (excluding Vermiculite) 

 Mortar 

 Pipe Insulation 

 Plaster** 

** Crumbled Plaster often results in inseparable 

materials and a combined result, if more than one is in 

the same container. 

 ~ Post-it® Note size 

1 CUBIC  INCH  -  FULL  DEPTH/ INTACT  3 SQUARE  INCHES  -  LAYERED  MATERIAL                     

 ~ Tablespoon (15 mL) 

1 SQUARE  INCH  

*  Per EPA/600/R -93/11,  a  representat ive sample of  suff ic ient vo lume should be submitted to  maintain the 

sensit iv i ty  and rel iabi l i ty  of  the analys is ,  or  i t  may be rejected.  Paracel  may be able to  proceed upon c l ient  

authorizat ion and with a  statement ind icat ing these l imitat ions on the report .  

BULK ASBESTOS SAMPLING INSTRUCTIONS 

For your safety and the safety of our staff, and in keeping of the Canada Labour Code, EACC, Ontario’s Occupational Health & 

Safety Act and our internal policies, please adhere to the following sampling instructions when submitting bulk samples for 

Asbestos analysis to Paracel.  

If you have any questions or concerns regarding these instructions, please contact our service group by phone 1-800-749-1947 or 

email paracel@paracellabs.com.  


